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INSPECTION INFORMATION
PART NUMBER D812765 REV A |IVIATERIAL HEAT CODE
FILM NUMBER us6é NO OF VIEWS 16 NG OF FILM {16)CR SHOTS

PROCESSED IN ACCORDANCE WITH:

ASME B31.3 PARA. 344.5, ACCEPTANCE PER TABLE K, 341.3.2
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This report is limited to the defects of the type that can be located with the above method. Any changes io shaded areas make this report
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WELDING: ARC-HELIARC, BRAZING, SILVER AND SOFT SOLDERING o INSPECTION: MAGNETIC PARTICLE, PENETRANT, X-RAY,
COMPUTED RADIOLOGY, IMMERSION ULTRASONICS, PASSIVATING, NITAL ETCH, SURFACE TEMPER ETCEH, STRESS RELIEF



