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This repart is limited to the defects of the type that can be located with the-above method. Any changes to shaded areas make this report
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WELDING: ARC-HELIARC, BRAZING, SILVER AND SOFT SOLDERING ¢ INSPECTION: MAGNETIC PARTICLE, PENETRANT, X-RAY,
COMPUTED RADIOLOGY, IMMERSION ULTRASONICS, PASSIVATING, NITAL ETCH, SURFACE TEMPER ETCH, STRESS RELIEF
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This report is limited to the defects of the type that can be located with the above methog. Any changes to shaded areas make this report
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