 PEONE: (630) 595-2145 FAY: (630) 5952378
X-RAY READER SHEET

ot
i

TO: DATE: APRIL 27, 2010
HI-TECH MFG. LLC ORDER NO: 28325
4637 N. 25TH AVE,

SCHILLER PARK, IL 60176 REGISTER NO: 4503
' WORK ORDER NO: 63721

PAGE 1 OF2
INSPECTION INFORMATION
PART NUMBER D812765 REV A MATERIAL TITANIUM HEAT CODE “N/A
FILM NUMBER Vie1 NO OF VIEWS 21 NO OF FILM (16)CR SHOTS

PROCESSED IN ACCORDANCE WITH:
! ASME SECTION Viif, DIVISION 1, PARA. UW-51

X-RAY

SERIAL NUMBER REMARKS OR CTHER DISCONTINUITIES

SN: 18

Mon-Conforming
Cracks
Shrinkage
Shrink Cavities
Porosity

Gas Holes
Voids

Surface

w1 A-B
B-C
C-D
D-A
Wz A-B
B-C

0
o
21 3] 5| 2| e e e e e 2| | | | ] | | | e e e 2 3¢ Accept

This report is limited to the defects of the type that can be located with the above method. Any changes to shaded areas make this report
ALLOYWELD INSEECT;SDT} ??ﬁBERAPH ER SIGNATURE

ACCEPTABLE 6 WELDS PCS s A
NON-CONFORMING __"VE=>_pcs, P
' ) JENNFERANAYA / )

. _.° NASA{OMIL-STD-410E LEVELII
= N

WELDING: ARC-HELIARC, BRAZING, SILVER AND SOV SOLDERING ¢ INSPECTION: MAGMETIC PARTICLE, PENETRANT, X-RAY,
COMPUTED RADIOLOGY, IMMERSION ULTRASOINICS, PASSIVATING, NITAL ETCE, SURFACE TEMPEER ETCH, STRESS RELIEF



A3 (6307 595-2128

X-RAY READER SHEET

TO: DATE: APRIL 27, 2010
HI-TECH MFG. LLC ORDER NO: 28325
4637 N. 25TH AVE.
SCHILLER PARK, IL 60176 REGISTER NO: 4503

WORK ORDER NO: 63121
PAGE 2 OF2
INSPECTION INFORMATION
PART NUMBER D812765 REV A ‘MATER(AL TITANIUM HEAT CODE N/A
| FILM NUMBER V161 NO OF VIEWS 21 NO OF FILM (16)CR SHOTS

PROCESSED IN ACCORDANCE WITH:
ASME SECTION Vi, DIVISION 1, PARA. UW-51

b4
E é
X-RAY 8 ol 3 0
SERIALNUMBER | _ | § 20| =2 3 REMARKS OR OTHER DISCONTINUITIES
20|22 2|1 2| G | aw

SN-19 é’u‘:%é%gg&'@
' <{2ic|&|6|2|6(|2]3
W6 A-B X !
B-C X
cD TX
D-E X
E-F X
F-G X
G-H X
H-A X
W7 A-B X
B-C X
C- X
D-E X _
E-F X —
F-G X

B GH X
H-A X

This report Is imited to the defects of the type that can be located with the above method. Any changes to shaded areas make this report
ALLOYWELD INSPECTION,- ?AﬁT?GRAPHER SIGNATURE

6 WELDS . \ i
ACCEPTABLE OWELDS PCS. e U AN AAREEA
NON-CONFORMING —~ pes. Y

J NAS 410MIL-STD-410E LEVEL N '

WELDING: ARC-HELIARC, BRAZING, SILVER AND SOFT SOLDERING ¢ INSPECTION: MAGHETIC PARTICLE, PENETRANT, X-RAY,
COMPUTED RADIOLOGY, IMMERSION ULTRASONICS, PASSIVATING, NITAL ETCH, SURFACE TEMPER BTCH, STR2SS RELIEF



