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INSPECTION CERTIFICATE (BN 10204/3.31) / TEST REPORT / APPROVED CERTIFICATE
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NO. : Q270356 SERIAL+NO. : PRGE: 2 / 03
PURCHASER: BIERCE ALUMINUM CO. ORDER NO. PURCH.:8800/66712-07
ORDER NO. MAN. : 62771
FRANKLIN,MA 02038 SPEC. : AMSAD35+BR094+0QQ250/4
CUSTOMER PART NO.:

ITEM: 06 LOT: 136234 ALLOY/TEMPER: 2024-0 PRODUCT: COIL

QUANTITY: 001 DIMENSTONS : .063 x 48.00 = 0.00 INS

AMS 303SK+ASTM B 209-04+AMS-QQ-A-250/4A SERL298

PR
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Heat Lxeatment:

ANNEALING: 380 DEGREES C.-6GH
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INSPECTION CERTIFICATE (EN 10204/3.1) / TEST REPORT / APPROVED CERTIFICATE
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NO. s 0270356 SERIAL-NO. : PACSE: 3 /7 03
PURCHASER: PILERCE ALUMINUM CO. ORDER NO. PURCH. :BE00/66712-07
ORDER NO. MAN.: 62771
FRANKLIN, MA 02038 SPEC. : AMSAQ35+B209+0Q250/4

CUSTOMER PART NO.:

=::-—==...-unn.--_-===—=~-nmn—-n-—nu-uuw-—qsn--n--na,m--n—-:--u:.:::::-—-u---nasem--——u

Remarks :

CERTIFIED THAT THE WHOLE OF THE SUPPLIES DETAILED HERYON HAVE BFEEN
INSPECTEDR, TESTED AND, UINLESS OTHERWISE STATED ABOVE, CONFORM IN ALL
RESPECTS WITH THE REQUIREMENTS OF THE SPECIFICATION, CONTRACT OR ORDER.

Enclosuras:

Ganter Mettlex
¥Yoblenz, the 0D7.02.07 SW Qualicy aasux'unce.‘

Aleris Aluminum
Keblanz SmbH
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INSPECTION CERTIFICATR (EN 1C204/3.1) / TEST REFPORT / APPROVED CERTIFICATE
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NO.: 0270358 SERIAL-NO. : PAGE: 1/ 03
PURCHASER: PILERCE ALUMINUM <O, ORDER NO. PURCH,. :8600/66712-07

ORDER MNO. MAW.: 62771

FRANKLIN.MA C2038 SPEC. : AMS4035+B209+0Q250/4
CUSTOMER PART NO. :
ITEM: 05 LOT: 136234 ALLOY/'TEMPER: 20240

QUANTITY: 001 DIMENSIONS : 0.063 x 48.00 x

PRODUCT : COXIL.
C.00 INS

. I W L TR X N T W S A 4 T IR S S TF T MO S YY T mw y T AN 4 I D g e T R e T IITIE AP Y TS F TR T S D A e T ST VD U P RS N b wn

RESULTS :

R e

Speg. Ho., Y. .S, g.r.s. EL.

XSI XSI %

Min. LT: 1z,0
Max. LT: i4,0 az.,o0

oal 10,3 24,2 21,6

002 10,3 24,2 23,5

cu3 10,3 24,2 22,8

004 10,2 24,4 24,2

Qas 1G,3 - 249, 4 9,7

oos 10,3 24,4 19,6

T T O e AT S o D A B I DKW TR W N 4 Y K T X W e g T D W R T ey T AR e rd e S S T 0
Chemicval compoaition: in ¥ :emaindcr F-% Cast Ho.: 4A=05-3596

si Pe cu Mn Mg cr Zn Ti B’
0,060 0,113 4,507 0,617 1,468 0,003 0,102 0,0296 0,0006
Zx Pb Ni Sn Be Na i v H2 ()
o,o024 0©0,0025 0©0,0052 ¢©,0051 00,0000 00,0000 00,0000 00,0105 0,04
Al T1 TiwsZx cu/Mg Fe/Si

0,032 3,069

{*) = HZ in ml/100 g AL

T it kg o B T B B R B kT e VS e ey ke v T T L ot T S ke e A N I A T A TH T VR T

Orhery Ttesto:

pimensional check: ox
Surface concrol: o

Normative references:

LEGIRRUNGSNORM/ CHEMICAL COMPOSITION STANDARD/COMPOSITION CHIMIQUE
AME 403SK+ASTM B Z09-04+AMS-QQ-A-2S0/4A SEPIiDSBE
FESTIGKEITSNORM/MECH. PROP.STANDARD/CARACTERISTIQUE MECANIQUE

AMS 4035K+ASTM B 209-D4+AMS5~-QQ-A-250/4A SEPLE9S8
BESTELLNORM/SPECIFI CATION/NORME

INCODEMA INC

PO# 32731-5932

WO# 580818

2024-0O .063 X 48 X 96
QTY. 2 SH
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INSPECTION CERTIFICATE (EN 10204/3.1) / TERST REPORT / AFPR
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NQ. 0270356 SERIAL-NO. : PAGE: z / 03
PURCHASER: PIERCE ALUMINUM CO. DRDER NG, PURCH.:8800/66712-067
ORDER NO. MAN. : a27771
FRANKLIN,MA 02038 SPEC. : AMS4A035+R205+Q0250/4
CUSTOMER PART NO. :

ITEM: 06 LOT: 3136234 ALLOY/TEMPER: 2024-0 PRODUCT: COTL

QUANTITY: 001 DIMENSIONS: 0.063 = 48 .00 = Cc.00 INE

AMS 403S5K+ASTM B 209« 04+AMS-QQ~NA-250/4n SEPLOIS

Bend tesc:

L-diraccion LI-direction ©K sT-direcrticon
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Heat treatment:

ANNEALING: 380 DEGREES C.-6H
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NO .« 0270356 SERIAL-NO. : PAGE: 3/ D3
PURCHASER: PIERCE ALUMINUM CO. ORDER NO. PURCH. :8800/66712-07
ORDER MO. MAN.: 62771
FRANKLIN,MA 02038 SPEC. : AMS403S5+B209+0Q250/4

CUSTOMER PART NO.:
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Remarks :

CERTIFIED THAT THE WHOLE OF THE SUPPLIES DETAILED HEREON HAVE BEEN
INSPECTED, TESTED AND, UNLESS OTHERWISE STATED ABOVE, CONFORM IN ALIL
RESPECTS WITH THE REQUIREMENTS OF THE SPECIFICATION, CONTRALT OR ORDER.

Enclosurac:

Santer Metotlex
Koblenz, the D7.02.07 SW Cualicy a::auu::ance‘

Aleris Aluminum
Koblenz GmbH




